
Department / Material Aircraft, Defense industry, Mobile / Al, Ti

Usage Test for material defects

Acceptance
External BOEING, AIRBUS, EMBRAER, BOMBARDIER, NADCAP, AH, LOCKHEED MARTIN

Internal  KAI, KAL, ADD, HANHWA, HYUNDAE WIA

Non Destructive Test (FPI) 
COTEC has various surface treatment technologies and the company 
concentrates on products development and quality control to 
develop various surface treatment items
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Production items and applications



Non Destructive Test (FPI) 

Process

Solvent Cleaning

Alkali Cleaning

Rinse

Rinse

Dismut

Rinse

Dry

Penetrant Spray

 Dwell Time

Rinse

Dry

Developer

Dwell Time

Post-Treatment

PT Inspection

Etching

Equipment condition

Capable of coating complex parts

The above plating process is property of COTEC Corporation. Unauthorized copy or use of the contents are prohibited. 
Please contact us for further information. 

AERO COTEC
Large line  : 8,000(7,500) × 1,000(600) × 3,000(2,500) mm 

Small line : 3,200(3,000) × 900(600) × 3,000(2,500) mm 


